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Introduction- Welding Inspection Services (WIS) provides welding training and testing services. WIS
does not provide engineering services or provide opinions related to the suitability of welding or
welders for specific products or companies. Welding Inspection Services is a sole proprietorship
business owned and operated by Gerald Austin in Greeneville TN.

Purpose - The purpose of this quality system is to provide a documented and auditable system for
providing welder performance qualification testing. Compliance with this system is intended t ﬁ&éide
code compliant, consistent, and repeatable services related to welder testing and certificatj h
system supports the quality policy as stated in para 4.0. ﬁ)
Scope- The system applies to welder performance qualification testing and related sgfwsgs
performed by Welding inspection Services, 305 Linda Street, Greeneville, TN 37748 at their shop
located at 1541 Industrial Rd., Greeneville TN 37745 and outside locations in whi :‘Q&/isions for
off-site testing are met and the administration and supervision of the testing is ed by an
individual meeting the requirements of this system. This system is designed\jo comply with the
requirements of AWS QC4-89 Standard for Accreditation of Test Facilits WS B5.4
Specification for the Qualification of Test Facilities. This system ad% supports categories of

testing as indicated below.

3.1. Code Specific Welder Qualification- Welder Qualificati % that meets the requirements
of industry codes and standards but may or may not Qe rable from employer to employer
and does not result receiving an “AWS Certified W us as described in AWS QC7-2005.

NOTE : This system does not replace an § % organizations responsibilities to perform

work in accordance with documented quirements specific to their organization. In
some cases, codes of construction/fabxe may require that organization representatives
be present during welder perfor % ification testing. In addition, testing, qualification,
and certification of welders is r% Il part of an organization’s requirements for
compliance with industry c e(( tandards.

3.2. AWS Certified Welders. In {;& wishing to comply with the requirements of the American

Welding Society (AWS) ndard for Certified welders or QC7 Supplements.

3.3. AWS Sense Performarige lification testing may be performed in accordance with this
system allowing individuals completing performance tests that

system and the A

meet the requir t both the SENSE program and the AWS Certified Welder program.

3.3.1. Note: In N)( ay not perform duties as the test supervisor if SENSE testing and AWS
Certifieq %@

testing is performed concurrently.
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4. Quality Policy
POLICY STATEMENT

This policy statement for Welding Inspection Services (WIS) relates to all welder performance
qualification testing services performed under this system.

It is the policy of Welding Inspection Services to perform all activities related to welder performa€c
qualification testing in accordance with the requirements of all applicable codes, specificatio ract
documents. These include but are not limited to the following:

o AWS QC4-89 Standard for Accreditation of Test Facilities for AWS C elder
Programs and the AWS.
o AWS QC7-93 and supplements. R
standards including

but not limited to AWS D1.1, AWS D1.2, AWS D1.3, ASM. and AWS B2.1

o AWS SENSE Program
e Customer Specific requirements that stand alone q any of the above

requirements.
o ANSI 249.1 Safety in Welding, Cutting, and Allje sses

e Current Editions at time of testing of Industry Recognized cod&d'

The above policy is supported by the following.

o Written procedures contained in or referenc system.

e Training of individuals responsible for tas ated with this system and verification that the

requirements of AWS QC4-89 are met ey ii [dual qualifications.

e Control of materials and equipment %ner such that quality of testing is not affected by

either.

e Providing a system for feedbac% d to the quality of the services provided by this system for
both customers and anyon % ed or contracted by Welding Inspection Services.

e An open-door policy to idual when there is a reason to believe the policies and
procedures within this sistel=@ire not complied with.

e The ability to cont. erican Welding Society, accreditation department regarding any
concerns relate& eration of this program.

Welding Inspection
standards and of s
directs that al
understangh

This %
un i .

management bears the final responsibility for setting of organizational
amnicating these standards to the entire staff. In recognition of this, management
als involved with certified welder testing be familiar with the importance of
complying with this quality assurance program.

nual and its related policies and procedures are approved and supported by the
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Policy Statement (Continued) (.)
| the undersigned have read, approved, and support the policy statement for the Welder Qualificati Q%g
system as contained above. ®

Gerald Austin ®
Owner DBA, Welding Inspection Services &\
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5. Organization- The Welding Inspection Services organization consists of the following positions and
applicable responsibilities. All positions listed are fulfilled by The Owner, Gerald Austin, AWS CWI
07010011. The Owner, who shall be considered the Management Representative and Facility
Manager has the authority to make legally binding commitments and statements on behalf of the
facility. The Owner, acting as the Facility Manager may designate additional individuals who are
technically competent for the positions assigned based upon the requirements of AWS QC4- d
the requirements stated within this written quality system. The owner will perform the dutiet£<§,

5.1. Facility Representative The Owner shall act as the Facility Representative a§ onsible

for all managerial and technical operations, including direct oversight of testi s. The
Owner will authorize purchases, review and revise documents, and act a% of contact for

AWS and customers."
5.1.1. Specific Duties and Responsibilities — The Facility Repre %&hall have the

authority and responsibility to:
5.1.1.1. Direct and implement the requirements of this wij % ty system, referenced
documents, customer requirements, and AWS %

5.1.1.2. Authorize purchases and designate individu
and revision of all purchasing documents %

5.1.1.3. Send required documentation to the fication and Certification Department
when required.

5.1.1.4. Act as a liaison between custo IS if needed.

5.1.1.5. Attend to all technical complain\x ents, and suggestions and

5.1.1.6. Approve all quality proce % e Quality Assurance Manual.

5.1.1.7. Assign individual tasks %ﬂ to comply with this system.

5.1.1.8. Review and Approv rgq‘ s to Non-Conformance issues.

5.1.1.9. Report all complaj

nd Won-Conformance reports to the Facility Manager.
5.1.1.10. Assure that a Supervisors/Qualifiers can perform activities as detailed within
this written sy

5.1.1.11. Designaig aMjnglividual or individuals to act on their behalf for the above listed duties
as nee aintain operation of the testing facility.

sibilities for preparation, review,

5.2. Quality Man ;\ﬁ Owner will also act as the Quality Manager, overseeing the quality
assurance ax, aintaining documentation, and ensuring compliance with AWS QC4-89. The

Owner all audits, corrective actions, and revisions to maintain accreditation."

5.2.7%' ications- The Quality Manager shall
N, T. Be familiar with the daily operations of the facility.
&d 1.2. Have the capabilities to audit and monitor the implementation of this system.

% .2.1.3. Have the resources necessary to edit and control all documents associated with this
% system based upon input from individuals involved with Welder Qualification Testing.

5.2.2. Duties and Responsibilities — The Quality Manager (QM) shall have the authority and
responsibility to:
5.2.2.1. Maintain control of all quality system documents including all documents referenced
by this system.
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5.2.2.2. Act as a point of contact for any complaint related to the operations of this system and
report such complaints in a manner that facilitates review by internal and external

parties.
5.2.2.3. Maintain a log of all NCR’s in a manner that allows all test applicants to review NCR’s

if desired.
5.2.2.4. Assure that the Quality Policy as contained within this system is fully support &%ing
procedures contained in or referenced by this system. eﬁ/
5.2.2.5. Stop any activities that do not comply with the requirements of this syst

referenced by this system.

5.2.2.6. Implement modifications and revisions to this system as deemed %ry to
support the Quality Policy.

5.2.2.7. Assign, schedule and supervise audits as required by this sysQ s deemed

necessary. \,
5.2.2.8. Perform and/or supervise annual audits of this system. %

5.2.2.9. Maintain all documents and supporting activities as jag maintain the American
Welding Society accreditation as an AWS Accred acility.

5.3. Technical Manager- The Owner shall perform all duties
maintaining equipment, supervising materials, prepag
(WPS), and ensuring that testing materials are cor%

5.3.1. Qualifications- The Technical Manager,

chnical Manager, including
g Procedure Specifications
industry standards."

5.3.1.1. Have the qualifications listed in -89 Para. 3.3.
5.3.1.2. Have the capabilities to monito plication of this system during use to assure
that all requirements of this mand referenced code or standards are complied
with.
5.3.2. Duties and Responsibilitie echnical Manager (TM) shall have the authority and
responsibility to: &
5.3.2.1. Maintain equip n a'condition that allows for welder qualification testing in

accordance wi stem.
5.3.2.2. Maintain galjb with supporting documentation for welder performance qualification
testing i industry codes and standards, welding procedure specifications, and

relate ntation.
procurement, receipt inspection, storage, and distribution of base metals,

5.3.2.3. \g
[ Is, gases used for testing.
5.344" re that all materials designated as test materials are clearly identified and

rolled in accordance with this system

3. Review welder testing requirements with potential test candidates to assure that the
capabilities, procedures, materials, and equipment exist within the organization to

§J perform the required test.

5.3.2.6. Prepare and Qualify Welding Procedure Specifications in accordance with applicable
codes and standards as required for testing activities.

5.3.2.7. Assist with destructive testing of test specimens in accordance with this system.

5.3.2.8. Document any observed or reported conditions that do not comply with this system.

5.3.2.9. Provide technical support to other test supervisors as needed to assure all testing is
performed in accordance with this system and any referenced code or standard.
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5.4. Test Supervisor/Qualifier- Supervision of all welder performance qualification tests within the
scope of this system will be performed by an individual designated as a “Test Supervisor” or
Qualifier who also meets the requirements of AWS QC1 as an AWS Certified Welding Inspector.
Test supervisors may be the owner or Independent Qualifiers (Subcontractors). The test
supervisor(s) shall report to the Technical Manager unless that individual is already assigned as
the Technical Manager. The test supervisor may perform all other functions within this s .

5.4.1. Qualifications-All Test Supervisors shall c.)
5.4.1.1. Meet the qualification requirements contained in AWS QC4-89 %
5.4.1.2. Have the ability to perform testing in accordance with the requirem system.
5.4.1.3. Understand the need to perform each test based upon the requige r that
specific test.
5.4.1.4. Perform all duties as a representative of Welding Inspectio S&:es and shall make
aware to all parties, any possible conflicts of interest. \
5.4.1.5. Demonstrate the ability to read, understand, and appl irements of any
applicable code or standard utilized during testing.
5.4.1.6. Unless modified by future revisions to AWS QC,
prior teacher or instructor of the individual bein
5.4.2. Duties and Responsibilities- The Test Supenrys
responsibility to:
5.4.2.1. Revise, review, and approve the Wel g Application and AWS Certified
Welder Applications. This includes Y&y n of the identity of individuals being tested.
This may be performed utilizing Online System and/or paper documentation
as required by the situation. \
5.4.2.2. Assure that no material exist that may reduce the capability of the facility to
perform testing.
5.4.2.3. Assure that no testj inistered without the applicable industry code or standard
being on hand an %Ie for reference.
5.4.2.4. Assist with pro@materials and services needed to support welder testing.
5.4.2.5. Verify prior tQ te that all equipment being used during testing meets the
requirem i system including welding equipment, inspection tools, and test
fixtures.(sv
5.4.2.6. Vegf Il tests under his/her supervision are performed in a professional manner
a rdance with this system and all referenced codes/standards and customer
%ations.
5. &e ure that all materials (Base Metals, Filler Metals, and Gases) used during testing
% et the requirements of this system including material type, identification, and
supporting documentation.
72.8. Perform visual inspection of in-process and completed welds.

% 4.2.9. Assure that positive identification of all materials is maintained throughout all testing
% and inspection as required by this system.
5.4.2.10. Maintain their status with the American Welding Society as an AWS CWI including
fees, eye exams, and all requirements of AWS QC1.
5.4.2.11. Prepare written reports and maintain records associated with welder performance
qualification testing including but not limited to:
5.4.2.11.1. Welder Performance Qualification Records (WPQR)

t supervisor must not be a
sidd.
Il have the authority and
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5.4.2.11.2. Visual inspection reports for tests provided by other sources.
5.4.2.11.3. Welder Performance Qualification Test Instructions (WPQTI) or Routing Sheet
(When Applicable)
5.4.2.12. Evaluate Material Test Reports when required and assign the appropriate Material
[.D. Number if not performed prior to testing.

5.4.2.13. Inform the Quality Manager of any observed deviations from this system.
5.4.3. Subcontracted Test Supervisors (Independent Qualifiers) shall meet all requi
stated for “Test Supervisors” and shall perform all tasks in a manner representati
requirements set forth by Welding Inspection Services

5.5. Organizational Chart &(

OWNER, Facility Manager/
Management
Representative, Quality
Assurance Manager,
Technical Manager duties
are all performed by
Gerald Austin.

Test
Supervisors/Qualifiers

Gerald Austin CWI#
07010011

Jason Waddell
CWI#15020441

David Porter

CWI#20082521
% or Other Independent
\<§, Qualifiers Meeting the
\, Requirements of this
%Q System

aining Requirements- All individuals referred to above shall review this manual, any
referenced procedures, and any revisions distributed.

5.7. Independent Qualifiers shall receive formal training covering the requirements set forth in this
written system. This requirement may be waived for any current CWI with a written endorsement
from an organization that has verified by testing, the ability to properly administer welder
performance qualification tests. This training shall be conducted by the Owner.
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6. Document Control-Policy. All documents related to welder performance qualification testing meet
the requirements of any referenced codes/standards, this system, and any customer supplied
specification. Records will be maintained in a manner that ensures all details related to a specific
welder performance qualification test are available for review for up to 5 years.

6.1. General Requirements- The documentation required for welder performance qualificatio:

testing shall include the following:
6.1.1. Welder Testing Application - A Welder Testing Application (WTA) applicatio %ﬂ t
be completed prior to commencement of all testing. This application may be j at
that documents information for the individual to be tested and contains theg n
related to the desired test qualification range requested. The Technical % or Test
Supervisor shall review the application to ensure that the test reque e administered
using the materials, equipment, and procedures in place at the testing Yqcility. A WTA shall
be prepared in accordance with QCP 6.1 and if required, the A SXQ?'fied Welder
Application must also be completed. The Test Supervisor sh e identification of the
individual prior to testing by verifying identity by picture ID! igle ID number for the
welder shall be generated upon completion of the applj g’x d shall consist of the
welders initials followed by the last four digits of thei 9 ecurity Number or Government
ID.
6.1.1.1. For AWS Certified Welders The AWS
submitted to AWS. This application m pleted prior to or immediately after the
test. This document may be compl tronically on the AWS Certification Portal.
6.1.2. Welder Performance Qualificatio truction (WPQTI) — For each test to be
conducted in accordance with this gyst a WPQTI must be prepared by the Technical
Manager or Test Supervisor. T JI'will be used as a traveler/checklist that provides

instructions to both the weldega supervisor for completing the applicable qualification
test assembly. All informatidp n

pplication must be completed and

ed for each test shall be included in or referenced by the
WPQTI. Results shall b@ ded within the WPQTI. The WPQTI shall be prepared in

accordance with QCF%

6.1.3. Welder Performa%t:.‘0 alification Records (WPQR)- For each completed Welder
Performance i{icatidn Test, a WPQR shall be prepared in accordance with the
requirements@pplicable code or standard. This document shall only be certified by the
actual tes{ shpewgsor for the specific test. For tests that do not meet the applicable

accept ry€ria, a WPQR is not required to be completed. For tests performed in

ac %vith the AWS Certified Welder Program, the form shall be in accordance with

t AWS Certified Welder program. For other tests, the WPQR shall be in

nce with the applicable code or standard. The WPQR shall document results of any
ection and testing performed (Destructive or Non-Destructive). For AWS Certified
elder Tests, the WPQR may be prepared on the AWS Certification Portal.
‘4. Welding Procedure Specifications (WPS)- All welder performance qualification tests shall

% require a qualified Welding Procedure Specification (WPS) to be available to the welder. The

WPS shall be reviewed for compliance with the variables to be used during testing. This

verification is required to be performed by the Test Supervisor. A copy of the WPS shall be
submitted with each AWS Certified Welder Application if the WPS has not been previously
submitted to AWS. A copy of all WPS’s shall be maintained by the Technical Manager and
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may be electronic or paper. WPS’s supplied by the welder or a company requesting testing
shall be reviewed for applicability to the test variables only.
6.1.5. Welder Test File- For each individual person who has tested within the scope of this
system, a Welder File will be generated. This file shall contain as a minimum:
6.1.5.1. A Welder Testing Application (WTA) / AWS Certified Welder Application (if

applicable), (_)
6.1.5.2. A completed WPQTI for each test administered.
6.1.5.3. A signed WPQR for each test that meets the requirements of the applic or
standard. This may be the electronic version submitted on the AWS C@ Portal.

6.1.5.4. Any NDE reports from Subcontractors shall be stored in the weld i when
applicable.

6.1.5.5. A copy of the WPS used if not provided by Welding Inspection% ks

6.1.5.6. Any Supplemental information reviewed by the Welder prioNo tedting that is related to
technical or quality aspects of the test. This could includ &@ instructions from
employers, written acceptance criteria, or similar info

This Welder Test File may be electronic or paper and sh

r the control of the Facility

Representative.
6.1.6. Submittals to AWS- All tests performed for A i®d Welder Test shall require the
following documentation to be sent to the Am Iding Society. This documentation
may be submitted using the AWS Certificati or as paper documents in accordance

with AWS current policies.
6.1.6.1. AWS Certified Welder Appli

6.1.6.2. Signed Welder Performa ification Record
6.1.6.3. A copy of the WPS unle has either already been submitted to AWS or is
an AWS SWPS.

6.1.6.4. Applicable fees as gquifed by The American Welding Society.

6.1.7. Supplemental Inform dditional information may be provided to the candidate as
deemed necessary Qechnical Manager or Test Supervisor. This information may be
provided verbally biﬂ e provided as a written document. If a written document is
included, it sha i ded in the Welder Test File.

6.2. Reference Matayiafg/L¥brary- The following documents shall be available at the facility and any

off-site testi%\?,' s. These documents may be printed or electronic.

lification Testing Program Quality Assurance Manual and Quality Control
S.

6.2.1. %
%. he Master copy shall be Controlled and stored as an electronic version and be

password protected. Any printed copies shall be considered un-controlled copies.

.A"AWS Certified Welder Application
.3. AWS ATF WPQR Form
.2.4. AWS Maint Form.
6.2.5. AWS QC1, AWS QC+4, AWS QC-7, AWS Supplements
6.2.6. Index of WPS’s and supporting PQR’s (if applicable)
6.2.7. The applicable code or standard being referenced for the test being performed.
6.3. Record Retention- All documents prepared by or completed by WIS will be retained for a period
of 5 years and may be stored as paper or electronically. Maintenance and control of documents
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shall be the responsibility of the Facility Representative. Blank forms and documents prepared
by other organizations need only be available during testing. Records must be secured during
storage to prevent loss.
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7. Material Control- Policy. All materials used for welder performance qualification testing shall be
verified to meet the requirements of any referenced codes/standards by review of packaging, marking
and/or supporting documentation upon receipt inspection. All materials designated as test materials
should be clearly identified as such and controlled in a manner that assures the material type, grade,
classification and applicable testing requirements have been met. Once an item has been consumed

in a test, traceability is maintained on the WPQTI. (Sl

7.1. General Requirements- The Technical Manager, QA Manager or the Test SuperviggQ
prepare a Material Requisition Form for base metals and filler metals. The MRF mg
format provided the information required by this section is documented and pr

supplier. See Sample MRF.
7.1.1. Each MREF line item will have a unique ID number referred to as a ia)identification

control number (MIC). This number will be used to identify any testing Materials as suitable
for testing. Like items with different heat/lot numbers that are su SX%nder the same line
item may be referred to by the same MIC number. If applica % TR must be
documented as related to the applicable MIC number.

7.1.2. The MRF will be submitted to the Facility Representaﬁg\mir designee for approval and

preparation of a purchase order.

7.1.3. All information specified on the MRF shall be cqQqt % or referenced by the Purchasing
documentation.

7.1.4. The MRF will be used as the document fo

7.1.5. After receipt inspection of all materials,
material or containing packaging. Th

receipt inspection of all materials.
number should be transferred to the

mbers will be documented on all WPQTI's prior

to start of testing for both filler metglg a se metals.

7.1.6. MIC numbers must be written 'e type of permanent marker such as a paint marker,
sharpie, steel stamp, or etchi tone or chalk is not a suitable for marking or
identifying of materials.

7.1.7. Items may be received ored in bulk without the MIC number included on each item

provided they are %
7.1.7.1. Stored in a man hat prevents materials not meeting the requirements of this
system fr el istaken for part of a conforming group of materials.

7.1.7.2. Positi\% dled together and identified with the Lot/Heat Number and MIC number
atta t

e bundle. All pieces removed for test purposes will be marked with the
r upon removal from the bundle/lot/pallet/container.
7.1.8. Bg4 s not ordered under this system that are supplied with clearly identified heat

er metals not ordered under this system may be assigned a MIC number if they are

t ntained in unopened packages that meet the requirements of the applicable AWS A5.X
:2% specification.

ase Metals-All materials will be ordered in accordance with the applicable material specification
and this system. All MRF’s and related purchasing documentation shall require the following.
7.2.1. Reference to the applicable material specification and type/grade.
7.2.2. Any supplemental information or testing required for the material (i.e. Impact Properties,
Rolling Direction marking, Surface Finish Etc..)
7.2.3. Qty, Size, and packaging requirements.
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7.2.4. A statement requiring the materials to be supplied with visible heat number identification
supported by written MTR’s to be available for review upon delivery.
7.2.5. All base metals will have their MIC number recorded on the WPQT] prior to tacking
together. MIC numbers on base metals do not have to remain visible after the test is started.
7.3. Filler Metals- All filler materials will be ordered in accordance with the applicable material specification
and this system.

7.3.1. Purchasing Information- All MRF’s and subsequent purchase documentation gé,aain
statements requiring the following as a minimum: f.)
7.3.1.1. “All filler metals shall be packaged in accordance with the listed AW
Specification and have supporting manufacturer’s certification avail§ on request in

accordance with AWS A5.01, Class F”
7.3.1.2. AWS Classification and Specification

7.3.1.3. Quantity, Size, Length, Weight, Spool Type (As applicabl &?ﬁge Type,
Supplemental Designators (if required)
7.3.2. Filler Metals not purchased under this system- See P X
7.4. Test Assemblies- Test assemblies consist of materials joined toge ne assembly. The following
requirements apply:
7.4.1. The MIC’s for each material used for a specific te recorded on the applicable
WPQTI and shall not be required to remain visib acking any assembly together.
7.4.2. The test assembly shall be required to be ¢ % tified with a unique WPQTI number
that corresponds to the supporting WPQT, @ mber must remain visible after the test

assembly has been tacked together a ut welding until the assembly has been

completely inspected. \N
7.4.2.1. The WPQTI numbers willéﬁg)b by steel stamping with 1/8” min. tall

letters/numbers in at least ns and no closer than 1” to the weld area. The
preferred location shouyl pond to the location of bend specimen removal if
possible as the WP, umber is required to be stamped on all bend specimens prior
to removal.

74211, NOTEPRry
: 8Deing processed and remain in the possession of the test

nt Marker may be used for tests in which coupons from only

one welda
su % at all times.
7.4.2.2. The umber must be unique for each assembly and shall be suffixed with a
po m ator or unique number that is associated with the applicable WPTI form.
7.5. Destructive Tes ns- All destructive test specimens shall be identified prior to removal by the
unique WPQT, % as required below and para 10.2.3. This shall be performed by steel stamping
using letter; & s at least 1/8” tall except as noted below. Test specimens shall be in control of the
person %g the tests from cutting until testing and inspection. Marking shall be the responsibility
of the e pervisor.
D). All completed destructive test specimens that meet the requirements for the test performed
shall be disposed of in an environmentally friendly manner.
7.5.2. All Completed destructive test specimens that do not meet the requirements for the test
performed shall be maintained by the facility for a period of at least 30 days and then
disposed of in accordance with the above requirements in Para 7.5.1.
7.6. Offsite Testing Material Control- For offsite testing, it shall be the responsibility of the Test Supervisor
to verify that the base metals and filler metals are in accordance with the applicable requirements for the
test being performed. For material supplied by the customer, the requirements for purchasing/specifying
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contained in this system do not apply. MIC numbers may be applied to offsite materials after approval.
The following requirements apply.

7.6.1. Base Metals that are clearly identified with material specification, type/grade, and heat
number may be used for any welder qualification testing providing the required supporting
material test reports can be obtained.

7.6.2. Filler metals must be packaged in accordance with the applicable AWS A5.X spe '@%m,
identified with a heat/lot number on the packaging and the packaging must be un e
unless the organizations has a quality program in place that documents materi
procedures for filler metals.

7.7. Receipt Inspection Requirements- All base metals and filler metals ordered shall %pt inspected
for the following. Q%
7.7.1. Proper Quantity, Type, size, condition, and identification
7.7.2. Verification of Heat/Lot numbers marked on materials match prgxﬁﬁd, aterial Test Reports

except as allowed by 7.3.1.1

7.7.3. Proper Marking/Identification in accordance with the appligadledgaterial specification.

7.8. Non-Conforming materials- All materials that do not meet the re =%~ of this system shall be
considered Non-Conforming and shall not be identified as suitab XQ as test materials. Materials
that are not identified with a MIC number shall not be used f§ alification testing in accordance

with this system.

7.9. Material Storage- g%
7.9.1. All materials will be stored in a manner that @ damage or deterioration that could affect

the usability of materials. \m
7.9.2. Materials designated for testing shouli @ lled and monitored in @ manner that prevents

them being used as “Training Materi
at prevents contamination from other materials that may

7.9.3. Base Metals shall be stored in a pa
be deemed as detrimental.
7.9.4. Shielded Metal Arc Filler mgta es nated as “Low Hydrogen” shall be:
7.9.4.1. stored in unope % etically sealed containers until ready for use or moved to an
electrode storage T)Qlynaintained from 250 Deg. F to 350 Deg. F. The oven temperature

Temp Sticks, or temperature measuring device that has been verified

device ' e boiling water method, the device must read 208 Deg F. +/- 5%. 208 Is

corr:

7.94.2. sure Temperature should be observed at each use.

7.94. S for the weld tests in quantities sufficient for the test and shall not be returned to the
ode storage if exposed to the atmosphere for more than 3 hours. Electrodes stored in

rtable rod ovens may be returned to storage ovens after use. No partially used electrodes

%&Jshall be stored in any oven.
% 4.4. SMAW Filler metals that are not designated as “Low Hydrogen” shall be stored in
accordance with the manufacturer’s recommendations.
7.10. Documentation Requirements- All Material Requisition forms and supporting material test reports
shall be maintained in a file controlled by the Technical Manager for a period of 5 years after those
materials are consumed. This file may be electronic or paper.
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Diate of Reguistion Requisiton Type IPrepared by Requested Delivery (
10y 7/ 2006|Filler Metal IGerald Austin V

Lincoln Electric

Material Certification Requirements  statament must appear on Purchase Order/Requisition

All filler metals shall be packaged in accordance with the listed A WSASTM Specification and shall be shipped
with manwfacturer's cortification in accordance with AWS As.01, Class F.

|Fteceipt Inspection Requirements |

Inspact as detailed in QCP 10.2. Inidal Each Line Item as accopted. Transfor MC number to Test Reports and

Each Container prior 1o storage.

Comments

|Item5:
Omy | UOk | MICH Description Spec. Type/Class Fife Partf Oshar
B ] Lbs 1-1 178" E701E in 10 LB Hermitically Sealed AS1 E701E 123456

COMTERimers

| Dﬂ'ﬁffﬂ'ﬂ'tﬂlln‘ﬂk!l‘l-ﬂl.'i ey e rn:zi:ltinsp:l:tadin scoorfanos with the q,u.u&b,' ﬁ.:s.nn:\eanlrnqurrmtfu’muteth onkrol

Sign and Date:

This form shall b= stored a5 & paper fonm and shall serde &5 8 recond of receipt inspection of materisls

Form-MAF Saa Saclon7 of the Quellty Assuwrance Marual
Form MRF
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8. Welder Qualification Testing Policy — All welder performance qualification testing shall comply with
the referenced code/standard, the AWS Certified Welder program (When Applicable) and this system.
All steps to be performed during testing shall be documented on the Welder Performance
Qualification Test Instruction (WPQTI) in a manner that assures both the welder and test supervisor
are aware of all applicable requirements. See Para 6.1.2. The following minimum requirements apply
to all tests.

8.1. Review of testing requirements- The Test Supervisor shall assure that the Welde %
Application (WTA) has been prepared in accordance with Para 6.1.1. and shall be le for
assuring he/she has reviewed all requirements for the applicable test including;

8.1.1. Required Qualification Range. This shall be documented on the weld
and supplied by the welder or company requesting testing.

application

8.1.2. Required Test to achieve qualification range including Q
8.1.2.1. Base metals including type/grade, dimensions, joint prep, Wss
8.1.2.2. Process and if applicable transfer mode %
8.1.2.3. Shielding/Purging requirements Q
8.1.2.4. Backing \
8.1.2.5. Position and progression
8.1.2.6. Filler Metal Requirements v
8.1.2.7. Any additional essential variables in th

8.1.3. Suitability of WPS for performing the Wel

WPS does not have to meet the require
8.1.4. Acceptance Criteria of applicable

le code of construction.
rmance Qualification Test (NOTE: The
e desired range of qualification)

8.1.5. Any Additional requirements imggle ed outside of this system and the applicable
code. This includes but is not li 'r%modiﬁed acceptance criteria, positioning
requirements, power tool us e:%u e limits.
8.1.6. Testing Requirements aﬁ&ctlve or Non-Destructive.

8.2. Review of Safety Rules wit ﬁqelder- All shop safety rules will be reviewed prior to start of
the test and the test super\% all verify that the weld has all required safety equipment. This
may be done verbally orQ‘it tten rules.

8.3. Review of testing e ith the welder- The welder shall be informed verbally or in writing
of all requirement ing including use of WPS parameters, removing coupon from position,
hold/inspectio iy spectors right to stop the test, time limits, use of power tools, acceptance
criteria and information related to activities controlled by the welder during testing.

8.4. Requireg{ ents prior to starting-For all welder performance qualification tests the

i suMments are required to be on hand before commencing the test,

lder testing application, WPS and WPQTI as detailed in section 6.

y customer supplied supplemental requirements.

Photo Identification of the individual being tested.

34. 3
% ired Materials — For all tests, materials meeting the requirements of section 7 must be
vailable and suitable for use.
8.

. Test Assembly Details- For each test, the test supervisor shall assure that the joint dimensions
for the test are available for the welder and meet the requirement of the applicable code/standard.
The information may be provided verbally or in writing. A joint that is incorrectly fit-up does not
constitute a “failed” test. The test supervisor is responsible for assuring the joint design meets the
requirements of the code/standard and WPS.
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8.7. Required Inspections- All tests will have the following inspection points or tasks performed as a
minimum and shall be documented on the WPQTI:

8.7.1. Proper materials including type/grade, thickness, and diameter for base metals and AWS
Classification and Diameter for filler metals.

8.7.2. MIC number for base metals and filler metals recorded on WPQTI.

8.7.3. equipment condition and suitability for use (Calibration) (_)

8.7.4. proper joint details in accordance with the code/standard and WPS ((/

8.7.5. Marking of test assembly with the WPQTI number related to that specific test. c‘)

8.7.6. Verification of the test assembly is oriented in the required position. Q

8.7.7. Root pass inspection including internal surface if accessible. Q

8.7.8. In-process observation of welding for compliance with WPS requirements. In@e passes are
not required to be inspected but may be at the discretion of the test supervi&

8.7.9. Visual inspection of final pass/layer.

8.7.10. Marking and Removal of test assembly from the test position.

8.7.11. If destructive testing is performed see below and para 10.2

8.7.11.1. Verification of review of destructive testing requirem % pecimen marking prior to
layout and removal of specimens by reference to the ioqbfe code.

8.7.11.2. Visual Inspection of destructive testing samplesg verification of WPQTI number.
8.7.12. If NDE is required see below and para. 10.4 §

8.7.12.1. Verification of NDE requirements clearly |E o the contractor as required by section

9 of this manual.
8.7.12.2. Review of NDE results for complianc %

a applicable code.

8.8. Off-Site Testing- Off-site testing may be perfgrm ccordance with this system. The Test
supervisor shall be responsible for assurin ultements of this system are adhered to. All
requirements of this system apply excep#t terials and equipment used shall comply with para 7.6
(Materials) and 11.4 (Equipment).

8.9. Documentation- Q)

8.9.1. Failed Tests- All tests wh % ot meet the requirements of the applicable code/standard shall
be documented as failed oN\thg""WPQTI. No WPQR is required however a welders file shall be
generated with all ot %uments as required.

8.9.2. Passed Tests- % at meet the requirements of the applicable code/standard shall be
documented a n the WPQTI. A WPQR will be completed and signed by the test
supervisor apA\if redffired, an AWS Certified Welder Application shall be completed, signed, and
stamped 8BSt supervisor. A welders file will be generated as described in section 6.

mplaints shall be documented and addressed by the Owner.
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9. Control of Subcontracted Services-Policy- All individuals or organizations that are subcontracted
with performing any tasks within this system shall be informed of all requirements related to the
services they are providing and attest to the same. They shall meet the requirements listed below.
9.1. Subcontracted Test Supervision-All subcontracted Test Supervisors/Qualifiers shall review

AWS QC4-89 and Quality Manual. Subcontracted Test Supervisors may also be referred to as

Independent Qualifiers. (_)
9.1.1. Independent Qualifiers must meet all of the requirements for Test Supervisors a ((/
documented in Para. 5.4 and: t‘?
9.1.1.1. Have a minimum of 5 years of experience related to welder qualificati % sting
unless Q
9.1.1.1.1. they are working in the presence of a test supervisor that is% e employee
9.1.1.1.2. they are working in the presence of the technical manag
9.1.1.1.3. They can present evidence of having met the requirg
Performance Qualifier endorsement.
9.2. Subcontracted NDE- All subcontracted NDE be performed by ggo@sigations or individuals

working under a documented program meeting the require NT TC1A and all
T

ntsYor the AWS Welder

inspections shall be performed by individuals that are certi evel [l examiners in the
method being performed. All suppliers shall be approv echnical Manager.
9.2.1. All subcontracted NDE organizations shall ided with the following

information for each test assembly to be in %
9.2.1.1. WPQTI Number %
9.2.1.2. Material Type x
9.2.1.3. NDE Method to be performed % icable code/standard
€

9.2.1.4. Requirement stating that al p ns shall be performed or supervised by

individuals meeting the r ts for Level Il examiners per ASNT TC1A for the
method being used and Wj written procedures that have been approved by an
ASNT Level IlI.

9.2.1.5. Required Accep
9.2.1.6. Statement Rg
on all RT film.

&
N\
§Q
QO
N

iteria (Code/Standard and Customer Requirements).
gthat the WPQTI number be referenced on all reports and shown
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10. Testing and Inspection Control- All testing and inspection of in process and completed welds shall
be performed in accordance with the applicable code/standard by individuals who are familiar with the
requirements of this system and the applicable code/standard. All inspection and testing will be under
the control of the Technical Manager.

10.1. Visual Inspection of Welding- The Test Supervisor shall review all testing and inspection
requirements with the welder prior to starting. The Test Supervisor shall supervise all te {Ager
the start of the test, Visual inspection shall be performed on all base metal preparations,Xigup
joints, root passes, and finished welds. All visual inspection shall be performed by tjge

t exhibit the
hout

Supervisor. Acceptance criteria shall be in accordance with the applicable code/
however the inspector may stop a test if he/she observes workmanship that Q
required skills to complete the test. Any test removed from the applicable 0%%\
approval of the test supervisor shall be considered failed. i

10.2. Destructive Testing- All destructive testing shall be performed in gcéqrdance with the
applicable code/standard. Removal, Preparation, and testing may ed by the Technical
Manager, Test Supervisor, or Subcontractor. The individual sh the applicable
requirements prior to removing specimens. The requirements\ specimen location,
dimensions, testing requirements, and acceptance criterig. owing general procedure
shall be followed.
10.2.1. Verify that the test assembly is marked with t T1 number noted on the supporting

WPQTI. \J

10.2.2. Review the applicable code/standard f %o pwing requirements.
10.2.2.1. Specimen Location and Type.

10.2.2.2. Specimen Dimensions includ ances for flame cutting edge removal if
applicable.

10.2.2.3. Test fixture requireme @z material thickness and type.

10.2.2.4. If applicable, requirnég r polishing, etching or mounting.

10.2.2.5. Acceptance CritgffaYor Specimens.

10.2.3. Steel Stamp the WR Qf\l number at the locations in which the test specimens will be
$ sures they are visible and legible throughout the process.
Assure Face and RogQt cimens are identified with F or R in addition to the WPQTI
number. Sta %II pe a minimum of 1/8” tall.
10.2.3.1. N% anent Marker may be used for tests in which coupons from only one

eing processed and remain in the possession of the test supervisor at all

1. NOTE: If thermal cutting is performed, some codes may require metal to be
removed from areas to be examined prior to bending. Review the applicable
code or standard.
% 2.6. Verify Test requirements stated in the code for bending, break testing or macros as
applicable and that the equipment is suitable for testing.
10.2.7. Perform Testing and document on the WPQTI.
10.2.8. Perform Visual Inspection as detailed by 10.3
10.3. Visual Inspection of Destructive Test Specimens- Visual inspection of destructive test
specimens shall be performed by the Test Supervisor. All specimens must have the WPQTI
number visible. The dimensions of discontinuities will be measured with either a steel scale with
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or without magnification under lighting that is sufficient to resolve 1/32” graduations on a steel
scale. If magnification is required by the applicable code, suitable magnification and lighting shall
be utilized.

10.4. NDE Inspection- All NDE inspection shall be performed by subcontractors as required in
section 9. All NDE Results must be signed by an ASNT Level || Examiner to be considered valid.
NDE documentation shall be reviewed by the Test Supervisor for content that meets the (_3
requirements of the applicable code or standard. This shall include as a minimum: ((/
10.4.1. WPQTI Number identified on the report. c‘)
10.4.2. Applicable code/standard referenced for Inspection and Acceptance Crite@

10.4.3. Any additional acceptance criteria other than referenced code/standarg$
10.4.4. Reference to NDE contractors NDE procedure.

10.4.5. Name and signature of the ASNT Level Il individual performing the ions.

%y\,
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11. Welding Equipment Control- All welding equipment under the control of WIS and used for welder
qualification testing shall be in a condition suitable for the activities being performed. This shall
require validation of the machines abilities and verification or calibration of controls used to verify
amperage, voltage and wire feed speed settings. The Technical Manager shall be responsible for
assuring all maintenance tasks are performed and shall maintain a record of any repairs,
modifications, calibrations, and validations. Machines located at locations other than WIS copfolled
locations are addressed in Para. 11.4

11.1. Welding Power Supplies shall have the ability to weld within the ranges to be @g

testing.
11.1.1. Welding equipment should be validated every 12 mos. by performin ing high and
low ranges in both CC and CV modes. This information should be d and stored

the past 6 months shall be considered suitable for validation of power sources

for the life of the equipment. Satisfactory performance of welder gyalifidgtion testing within
regardless of ranges used. Validation does not replace the r \%s for verification of

It will only verify that the gauges or displays are acc chines that do not have
calibrated controls or displays may be used provj arameters set for the weld can be
verified using a calibrated ammeter/voltmeter g rting welding.

11.1.3. For machines under the control of Weldi ion Services, they shall be clearly

identified as suitable for welding using cker, or other method. Machines that are
not suitable for welder qualification te. %

settings or calibration of gauges when applicable.
11.1.2. Calibration of gauges shall not be used to verify weloﬂM ment is suitable for welding.
e.

Il have all identification related to validation
and calibration removed.

11.1.4. All welding machines shall b jned in accordance with manufacturer’s
recommendations Maintenan ding Equipment- All Welding Equipment shall be
maintained in accordance 'tﬁ&e manufacturer’s suggestions and the following as a

minimum. &

11.1.4.1. Annually and each use- Each welding machine shall have the following
actions complgted\agnually and recorded on the Welding Equipment Validation Record

11.1.4.2. Inspec rivmdry and secondary cables for proper insulation, connections and
conditio

11.1.4.3. i% ressed air, clean machine internals of dust and debris.

111 .4.4@@5 any worn drive rolls, liners, contact tips, electrode holders or other process

part
11 &%’erform any manufacturer required maintenance inspections or tasks.

11.2. Equipment Gauges for voltage and amperage shall be verified to be accurate on an
n basis or immediately prior to use and must meet the following requirements. Accuracy
calibration of gauges and displays shall not be considered suitable for verifying the usability

% a power source.

11.2.1.1. The display or readout of any voltage or amperage meter must be within 5% of that
measured with an instrument calibrated and traceable to an NIST Standard. A
calibration sticker should be affixed to the power source with the date of calibration
recorded on the sticker or tag if that power source is intended to be utilized for future
tests.
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11.2.1.2. A calibrated AMP/Volt meter may be used during setup of testing parameters in all
cases where one of the following conditions exist:
11.2.1.2.1. equipment displays do not display correctly or do not exist.
11.2.1.2.2. equipment has no record of having been calibrated.
11.2.1.2.3. the welder requests verification of the settings.
11.2.1.2.4. There is a reason to question the accuracy of the machine settings. (3
NOTE: Correction charts may be used if the above requirements are not met &{U/ be
referred to on the calibration tag or machine. 3(_)
Qal

11.3. Wire Feeders that display actual WFS shall be verified annually by measuri
amount of wire moved over a fixed period of time of at least 15 seconds. A ns greater
than 5% shall be noted and a correction chart made available at the wire ryA calibration
sticker shall be affixed to the Wire Feeder with the date of calibration r: c% on the sticker or
tag. For wire feeders that do not display actual wire feed speed, veri shall be performed
for each test to confirm settings are within WPS limits and calibrad cRers/tags shall NOT be
affixed. WFS may be measured at time of testing and is not ne PS shows setting for
amperage and amperage display is found to be accurate. \

11.4. Off-Site Welding Equipment- Off Site welding equipm t
management control of this system shall be checked i
testing. Settings for making the weld shall be base
supervisor using the calibrated amp/volt meter.
not needed if WPS shows setting for amper:

—+

oes not fall under the

ibrated Amp/Volt meter prior to
e readings taken by the test
be measured at time of testing and is
mperage display is found to be accurate.

11.5. Calibrated Amp/Volt Meter- All portabl It meters used for verification of welding
equipment settings and displayed readjags e calibrated annually and shall be traceable to
an NIST Standard. Accuracy must b R +/-5 %

Q\k
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12. Measuring and Test Equipment Control-Policy- All measuring and test equipment used for final
acceptance of welds and mechanical test specimens shall be inspected prior to use and shall be
verified as accurate by use of a standard traceable to NIST. Welding Inspection Services controlled
NIST Traceable standards used for verification/calibration shall be considered valid for a period of 10
years from the date placed in service. The measuring and test equipment under the scope of this
section is limited to equipment used for measuring or inspecting welds and destructive test
specimens. It does not apply to precision equipment needed for verification of dimensions
precision of .015” or less. Records shall be as required by AWS QC4 Clause 3.5.3. The,
requirements exist:

12.1. Dial or Digital Calipers may be used for any measurement provided the @equirements

are met.
12.1.1. Dial Graduations or display resolution is .001” or less. Q

12.1.2. The caliper may be zeroed for each measurement.
12.1.3. After the caliper is zeroed, opening and closing the caliper t result in a deviation

from O greater than .003”.

12.1.4. No visible gap exists at the lower jaws when the calip % closed position.

12.1.5. The caliper operates smoothly and has no visible & ny caliper that “hangs” during
operation shall not be used within this system.

12.1.6. The caliper is verified as accurate by measuri ST traceable gage block of .050”

and .100” and find to measure both blocks v® " immediately prior to measurement

or..
12.1.7. The Caliper has a unique identifier %{ able to a calibration record traceable to an
NIST standard.
re

NOTE: Calipers meeting the ab ements may be used to measure secondary
standards used to verify other % instruments.
12.2. Micrometers- 0 to 1” may be usegifagginy measurement provided the following requirements

are met. &

12.2.1. The micrometer op smoothly and has no visible damage. Any micrometer that
“hangs” during ope Il not be used within this system.

12.2.2. The faces at the % ow no visible gap when closed.

12.2.3. Thereis n ent at the spindle independent of the thimble.

12.2.4. When opendd, re is no movement in the axial direction of the spindle or thimble when
attemp

y .
12.2.5. Th %&shows or can be adjusted to show “0” when the anvil and spindle are closed
to %

icrometer is verified as accurate by measuring an NIST traceable gage block of

1228
%and .100” and find to measure both blocks within .005” immediately prior to
% surement or..

The Micrometer has a unique identifier and is traceable to a calibration record traceable to
an NIST standard.
. Scales may be used for any measurement provided the following requirements are met.
12.3.1. Graduations must be 1/32” or less
12.3.2. All graduations must be visible
12.3.3. No apparent damage such as dents or deep gouges.
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12.3.4. The scale is verified as accurate by measuring against NIST traceable standards to verify
dimensions of .125” and .250” or as required for the applicable inspection. The measurement
shall be taken at the graduation to be used for the actual measurement. OR

12.3.5. The Scale has a unique identifier and is traceable to a calibration record traceable to an
NIST standard.

12.4. Tape Measures may be used for any linear measurement of any dimension specified des
or standards that are listed as fractional and do not specify tolerances tighter than +/- ’
provided to following requirements are met.

12.4.1. Graduations must be 1/16” or less.

12.4.2. The hook end shall be verified by measuring a secondary standard or %Ie ardened
steel scale and shall be within 1/32” of the known dimension. %

12.4.3. Scales meeting the requirements of 12.3 may be used as a stand rification of
Tape Measures, Fillet Weld Gauges, undercut gauges, micrometerg (0 ta 1” Only, Dial or
Vernier Calipers

scales shall be verified before use by verifying a readin h a visually flat surface. Any
other weld gauge shall be verified with a flat surface east one NIST traceable standard

e dimension meet the requirements of
by measurement by the test supervisor

12.6. Guided Bend Test dies may be used as is

the applicable code or standard. This shall i

using equipment allowed by this system u¥j easuring device that meets the requirements

12.7.1. The Electrode StoragenQverNI'emperature shall be verified in accordance with 7.9.4.1
12.8. Manufactured SecondagSghndards must have dimensions verified and documented using
equipment that has beeg om ed and traceable to an NIST standard. Manufactured Secondary
standards may be utjlize§ to,¥€rify linear measurement devices, weld gauges, inspector
capabilities, and %e necessary by the Technical Manager.
12.9. Identification Ibrated Items. All items that are not verified prior to use shall have an
affixed identifidati th a unique serial number, date verified, and date verification expires. This
unique id w Il be traceable to records that are linked to an NIST traceable standard.

N
&
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13. Audits and Management Review-Policy- This system shall be audited annually by the Facility
Representative or by an external individual or group. The review date shall be clearly indicated on
each page of this manual.

13.1. Annual Audit Reporting shall consist of a summary of audit findings that affect the capabilities

of this system to support meeting the requirements of the quality policy and any referenced
codes or standards.

13.2. Records of audit findings shall be maintained by the quality manager for a period
or until completion of the next American Welding Society Reaccreditation Audit.(

W

greater). Q
13.3. Other Audits may be performed as needed and under the following co &s

13.3.1. Any documented customer complaint related to this system that indi@%%olation of

any requirements within this system or referenced codes and standa
13.3.2. Any revisions to the AWS QC-4 standard that affect the suitaRility of this system for testing
welders as an AWS Accredited Test Facility. &\

13.3.3. As a prequalification for organizations desiring to imple ystem into part of their
quality system.

Uncontrolled Copy when Printed.
Page 28 of 31 Welder Qualification Testing Quality Assurance Manual

Initial-For Review Printed by Gerald Austin on 12/17/2024 7:04:00
AM




Welding Inspection Services

Prepared By: Gerald Austin Welder Qualification Testing Quality Initial-For Review
Issued to AWS for Renewal-
Assurance Manual Uncontrolled

Date of Last Review: 11/09/24

14. Nonconformance Documenting- Policy Any condition or activity that does not conform with this
system or referenced codes, standards or procedures shall be documented and addressed by the
owner. The reported non-conformance (NCR) shall be reviewed and investigated with the desired
outcome of implementing preventative measures to improve the quality system and preventing
recurrence of any non-conformance items. The non-conformance shall be considered a tool for

improvement and not a punitive measure. (_)

14.1. Responsibilities- All individuals involved with this system shall have the responsibil %

document and report any observed non-conformance issues. In addition, individual sted
shall be informed of their option to report any conditions that they may consider

conformance.

14.1.1. Quality Manager Responsibilities- shall be responsible for modifics@‘his system as
deemed necessary after resolution of any non-conforming situation. Q lity Manager
shall maintain an index of all NCR’s. \m

14.1.2. Facility and Technical Managers- shall have the responsi % odification of
practices as deemed necessary after notification and/or re ' f any non-conforming

situation.

14.1.3. Test Supervisor- shall be responsible for modific tﬁ& ctices as deemed necessary
shuation and shall be responsible

repost a suspected non-

after notification and/or resolution of any non-confi
for informing all individuals being tested of their
conformance.

14.1.4. Reporting Person- shall have the respc o provide all information related to the

observed condition and, if a WIS repre ive#shall sign for review of the NCR
documented corrective action.

14.1.5. Facility/Management Repres kg hall have overall approval authority for
disposition of NCR’s.

14.2. Procedure- The following stg@ e performed when a non-conformance is observed or

suspected. X
14.2.1. The individual o e condition shall inform any involved parties of the possibility

that requiremenjs,oTthig system are not being adhered to. If possible, a review of the
requirement rrection of the activity in process shall be performed immediately
14.2.2. ANon C ce Report (NCR) shall be prepared to document the condition. This

include @ns that are immediately corrected.
1423.T @‘ y be of any format but must contain the following information.
14.28. ique Identification number. This number may be a sequentially generated
& ber from an electronic source or a number of the format ddmmyyyyhh representing
he day, month, year, and hour the report was started. A sequential number shall be
< Q assigned quality manager.
% .2.3.2. The name of the individual reporting the condition.
% 14.2.3.3. The date of the report
14.2.3.4. NCR Type
14.2.3.4.1. System (The system is observed to not be supporting the overall quality policy
but all procedures are being followed.)

14.2.3.4.2. Material-Material is not controlled in accordance with the system
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14.2.3.4.3. Test-A specific Welder Performance qualification test is in accordance with this
documented system.
14.2.3.4.4. Procedure-A specific procedure is not being followed and is not related to a
specific test or material.
14.2.3.4.5. Other- A condition other than described above.
14.2.3.5. WPQTI Number-The WPQTI number is required if the NCR Type is “Test”

14.2.3.6. Quality System Paragraph- The applicable paragraph from this system g‘@
referenced code or standard shall be recorded. Q‘;

14.2.3.7. MIC Number- The MIC number shall be recorded if the NCR Type i [

14.2.3.8. Responsible Party- The individual documented within this syst ve
responsibility for the referenced requirement(s). %

14.2.3.9. Description of Non-Conformance- A description of the con at exists and
reference to the expected condition /requirement.

14.2.3.10. Immediate Corrective Action- A description of wha
discovery or observation of the Non-Conformance.

14.2.3.11. Facility Manager/Technical Manager Com
Manager shall review the condition and make ¢

Facility/Technical
ased upon his/her

recommendations
14.2.3.12. Quality Manager Review Comments- ality Manager shall review the
condition and make comments based i r recommendations.

14.2.3.13. Permanent Corrective Action- lity Manager, Facility Manager, Test
Supervisor (if related to NCR Acti {ﬂh discuss a corrective action and record it in
writing. In situations where no a&% -conformance exists that affects the ability for
the system to support the qu pOlty, the Facility Representative may identify the
NCR as not requiring an

nagement Representative Comments- The Facility
entative shall record any comments with an emphasis on

14.2.3.14. Facility Represent
Manger/Manageme p
documenting an ested follow up activities related to this NCR.
14.2.3.15. Current tg e Quality Manager shall maintain a master copy of the original
cokd t

NCR and applicable status on the master form. After the corrective action
has bee mented, the status shall be recorded as COMPLETED.
14.2.4. Signaturgs™@l'parties involved with the NCR shall sign and record their name and
B% e include but are not limited to all individuals referenced above.
14.3. Form m may be electronic or paper based but must contain the above content. A
Sam is shown below.
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7/

Welder Qualification Testing Quality System

Non-Conformance Report (NCR)

ID |Reported BY Date of NCR NCR Type (Sys,Mat,Test,Proc.) Other Description
1|\Who Reported it 10/8/16 What is the issue related to Additional Info
WPQTI Number Quality System Para MICNumber  |Responsible Party
If related to specific test Applicable Par. If Material Who was responsible for Compliance

Description of Non Conformance

A description of the condition that exists and reference to the expected condition /requirement .

Immediate Corrective Action

A description of what was done immediately upon discovery or observation of the Non-Conformance. This could include
stopping a test, informing the individual, changing material or returning it to the vendor etc...

Facilty Manager/Technical Manager Review Comments

The Facility Manager shall review the condition and make comments based upon his/her recommendations.

Quality Manager Review Comments

The Quality Manager shall review the condition and make comments based upon his/her recommendations.

Permanent Corrective Action

The corrective action that was taken to preven recurrance.

Facility Representative/Managment Representative Comments

The Facility Rep/Manager rep shall record any comments related to the disposition. This should refer to their approval or
dissaproval

Current Status

Current Status/Disposition

NCR Corrective Action Reviewed/Approved
Reported By Date Facility/Technical Manager Date

Quality Mgr Date Management Representative Date
Approval

See Quality Manual Section 14

Form NCR
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